NOTICE OF CANCELLATION

INCH-POUND

MIL-B-7883B
NOTICE 1
17 September 1996

MILITARY SPECIFICATION

BRAZING OF STEELS, COPPER, COPPER ALLOYS
NICKEL ALLOYS, ALUMINUM AND ALUMINUM ALLOYS

MIL-B-7883B, dated 20 February 1968, is hereby cancelled. Depending on the type of
brazing intended, future acquisitions should specify one of the following American Welding
Society specifications in lieu of MIL-B-7883 as shown below:

—

MIL-B-7883 AWS Specification
Type of Brazing
Torch Brazing AWS (3.4 Specification for Torch Brazing

Induction Brazing

AWS C3.5 Specification for Induction Brazing

Furnace Brazing

AWS C3.6 Specification for Furnace Brazing

Resistance Brazing

None

Dip Brazing, Torch Brazing, and
Furnace Brazing (Vacuum and

Nonvacuum) of Aluminum Alloys

AWS C3.7 Specification for Aluminum Brazing

(Application for copies of AWS specifications should be addressed to the American
Welding Society, 550 N.-W. LeJuene Road, Miami, FL 33126)

AMSC N/A
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